Sample Identification
WS-4
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	Score
	Compound Name
	Percentage
	Displacement [°2Th.]
	Scale Factor
	Chemical Formula

	68
	Gypsum (deuterated)
	65
	0.000
	0.764
	Ca(SO4) (D2O)2

	54
	Quartz low
	25
	0.000
	0.481
	SiO2

	36
	Calcite
	5
	0.000
	0.097
	Ca(CO3)

	21
	Dolomite
	6
	0.000
	0.105
	CaMg(CO3)2


Sample Identification
WS-10
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	Score
	Compound Name
	Percentage
	Displacement [°2Th.]
	Scale Factor
	Chemical Formula

	55
	Gypsum (deuterated)
	91
	0.000
	0.355
	Ca(SO4) (D2O)2

	27
	Quartz
	9
	0.000
	0.062
	SiO2


Sample Identification
WS-119
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	Score
	Compound Name
	Percentage
	Displacement [°2Th.]
	Scale Factor
	Chemical Formula

	71
	Gypsum (deuterated)
	94
	0.000
	0.667
	Ca ( S O4 ) ( D2 O )2

	34
	Quartz
	6
	0.000
	0.096
	Si O2


Sample Identification
WS-126
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	Score
	Compound Name
	Percentage
	Displacement [°2Th.]
	Scale Factor
	Chemical Formula

	65
	Gypsum (deuterated)
	65
	0.000
	0.676
	Ca(SO4) (D2O)2

	35
	Calcite
	5
	0.000
	0.091
	Ca(CO3)

	49
	Quartz
	30
	0.000
	0.581
	SiO2


Dataset Name
WS-4-dark

(Dark colored grains were manually separated from the rest of sample WS-4 and scanned to achieve maximum resolution)    
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	Score
	Compound Name
	Percentage
	Displacement [°2Th.]
	Scale Factor
	Chemical Formula

	65
	Quartz low
	36
	0.000
	0.931
	SiO2

	59
	Calcite
	14
	0.000
	0.392
	Ca(CO3)

	23
	Gypsum
	9
	0.000
	0.153
	Ca(SO4) (H2O)2

	61
	Dolomite
	41
	0.000
	0.888
	CaMg(CO3)2


Sample Identification
WS-4-light

(Light colored grains that did not appear to be gypsum were manually separated from the rest of sample WS-4 and scanned to achieve maximum resolution)    
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	Score
	Compound Name
	Percentage
	Displacement [°2Th.]
	Scale Factor
	Chemical Formula

	75
	Quartz
	74
	0.000
	0.990
	SiO2

	44
	Calcite
	7
	0.000
	0.100
	Ca(CO3)

	51
	Dolomite
	19
	0.000
	0.201
	CaMg(CO3)2


